
Laboratory Test
STC=58
With pad and carpet IIC=77 With 
vinyl tile IIC=50 
G&H No. USDA-11xST

I-Joist

5
8" gypsum board

Resilient channels

3" insulation

1 12" lighweight concrete or 1" 
gypsum concrete

3
4" sheating


